
 INSPECTION REPORT 

INSPECTED ARTICLE(S): 

GENERAL INFORMATION 
Client  Name  P.O. Number YCYDM002-2019 

Vendor Name YuanDa Item Number N/A 

Inspection Date Aug. 28. 2019 Product Name Oval wire 

Inspection Location 
XiuWen industrial zone.Yu ci city, 
Shanxi ,China 

Total Quantity 1480 pcs 

Inspection Type Final inspection Combined sampling No 

Inspection Spec 
 Approval Sample  Technical File  Product Spec  Packing List  P.O. 

 Other: 

RESULTADO 

CONCLUSÃO PENDENTE POR #2 E #3 

SUMÁRIO CONCLUSÃO

A. Quantity Conformity CONFORME 

CONFORMEB. Product Conformity  

C. Packing / Marking / Labeling PENDENTE 

PENDENTE

#2 

D. Data Measurement / Field Test  #3 

COMENTÁRIOS 
1 Embalagem é a mesma do último pedido. Não houve alteração
2 Parte das embalagens dos fios estavam pontudas, podendo machucar no manuseio. Ver foto 2 
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3 The wire measure on the label is 2.2*2.7mm, actual check is 2.15*2.65 mm. 

4 According the request, randomly check 20 pcs quality and all kits gross weight. See the part E3 and part F. 

A. Quantity Conformity

Quantity Conformity Conform 

Item 
Number 

P.O. No Order 
Quantity 

(pcs) 

Shipment 
Qty 
(pcs) 

Presented Qty QTY Not 
Finished Packed Qty 

(pcs) 
Packed 
(kits) 

Units Finished 
Not Packed 

Oval wire YCYDM002-
2019 

1480 1480 1480 148 0 0 

Total 1480 1480 1480 148 0 0 

B. Product Conformity

B1 Style / Material / Color Conformity Conform 

Item view Item view 
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C. Packing / Marking / Labeling

C1 Shipping Marks Conformity Pending 

Product package Product package 

Product package shipping Mark 

C2 Label ,Packing & Packages Conformity Pending 
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Packaging method view Packaging method view 

Packaging method view Packaging method view 

Packaging method view(head ) Packaging method view(tail) 

 Please specify the detail package & packing method. 
1000 meters wire packaged with a hd label and covered with plastic covers.  
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D. Data Measurement / Field Test

Test Item Test Requirement Sample Size Test Result 

D1 Barcode scan test 
Scan the barcode on the 

shipping mark or lable, reading 

the number quickly and correctly 

5 pcs/item Conform 

D2 Measure test Check the  oval wire diameters 5 pcs Pending 

NO. 1 NO. 2 NO. 3 NO. 4 NO. 5 

Oval wire 

diameter 
2.141*2.636 mm 2.138*2.637mm 2.140*2.628mm 2.141*2.633 mm 2.139*2.637 mm 

D3 Piece weight test 

Check the product weight and 

contrast with the instruction on 
the box 

10pcs Conform 

No.1 No.2 No.3 No.4 No.5 

No126 

Check the weight 
of piece(kgs) 

36.4 36.2 36.4 36.2 36.4 

No.6 No.7 No.8 No.9 No.10 

36.4 36.4 36.4 36.0 36.0 

No.11 No.12 No.13 No1.4 No.15 

No146 
36.0 36.0 36.0 36.0 36.4 

No.16 No.17 No1.8 No.19 No.20 

36.4 36.1 36.1 36.4 36.4 

D4 Galvanized content test 
After pickling, according to the 

weight difference between 

before and after calculation. 

1pc Conform 

D5 Tension test 
Use professional equipment to 

test product strength. 
1pc Conform 

Barcode scan test Barcode scan test 
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Barcode scan test Barcode scan test 

  
Barcode scan test Weight check of  piece 

  
Weight check(piece) Weight check(piece) 
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Weight check(piece)  Weight check(piece) 

  
Weight check(piece) Weight check(piece) 

  
Weight check(piece) Weight check(piece) 
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Weight check(piece) Weight check(piece) 

Weight check(piece) Weight check(piece) 

Weight check(piece) Weight check(piece) 
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Weight check(piece) Weight check(piece) 

  
Weight check(piece) Weight check(piece) 

  
Weight check(piece) Weight check(piece) 
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HD label HD label 

  
Check the wire diameter1/2 Check the wire diameter2/2 

  
Check the wire diameter1/2 Check the wire diameter2/2 
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Check the wire diameter1/2 Check the wire diameter2/2 

  
Galvanized content test Pickling removes Zn 

  
Pickling removes Zn Weight check after removing Zn 
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Result of galvanized content test Tensile  test 

  
Tensile   test Tensile  test 

 

Nil  

Result of tensile test Nil  
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F. Information 
 

F1 Size of kit 68.5(L)*66(D) cm 

F2 Gross weight of kit See attached picture 

F3 Total cartons were selected randomly for inspection Total  20 pcs were selected randomly 

F4 Carton number on shipping mark  No.146, No.126 

F5 Whether there is Samples Collection, if yes, please remark 
item number, color name ,size , etc 

No 

F6 Other information  n/a 

 
Gross weight data of kit( Not include  NO.126 and No.146) 
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 Gross weight check of kit Gross weight check of kit 

  
Gross weight check of kit Gross weight check of kit 

  
Gross weight check of kit Gross weight check of kit 
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Gross weight check of kit Gross weight check of kit 

  
Gross weight check of kit Gross weight check of kit 

  
Gross weight check of kit Gross weight check of kit 
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Measure check of kit Measure check of kit 

  
Measure check of kit Measure check of kit 

  
Measure check of kit Measure check of kit 
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Other photos (Factory Gate, Storage) 

  
Factory  Storage  

 

 
                                                                                 End of this report   


